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in plasmonic metasurfaces.[24] Compared 
to the conventional quadratic nonlinear 
optical materials such as ferroelectric crys-
tals, nonlinear plasmonic metasurfaces 
can continuously control the local phase 
shift of effective nonlinear polarizability 
in the entire 2π range with subwave-
length resolution for nonlinear wavefront 
shaping.[14]

Among various applications of meta-
surfaces, the generation of optical vortex 
beam with helical wavefront carrying 
orbital angular momentum (OAM) has 
attracted great interests.[8,11,25–29] Com-
pared to the conventional bulky optical 
components used for generating vortex 
beams, such as spatial light modulator 
and spiral phase plate, metasurfaces 
provide a compact and high-resolution 
approach, which open new avenues for 
optical particle trapping,[30,31] precision 
photolithography,[32,33] and remote optical 

communication.[34,35] Furthermore, the generation of second-
harmonic (SH) vortex beams have been recently achieved with 
both the fork-type and rotation plasmonic metasurfaces,[19,21] 
but the formed SH vortex beams can only carry OAM of one 
absolute value and the vortex mode purity is still limited. 
Besides, the fork-type metasurface demonstrates no spin con-
trol over the created SH vortex pair,[19] while the rotation meta-
surface can only generate one vortex beam with the opposite 
spin at one time.[21] Moreover, most of the existing nonlinear 
plasmonic metasurfaces employ metallic nanoantennas as their 
constitutional meta-atoms, which suffer from strong back-
ground transmission, undesired optical scattering, and low 
laser damage threshold. As a solution, Babinet-inverted plas-
monic metasurfaces based on nanoapertures in metallic film as 
nonlinear meta-atoms have their unique advantages, where the 
transmission of background illumination and undesired optical 
scattering can be efficiently suppressed, resulting in a signifi-
cantly improved signal-to-noise ratio for the nonlinear beam 
conversion.[36] Meanwhile, the generated Joule heat in Babinet-
inverted plasmonic metasurfaces under the femtosecond laser 
illumination can diffuse rapidly across the continuous metallic 
film with high thermal conductivity, leading to a high laser 
damage threshold.[37,38]

In this work, we present Babinet-inverted plasmonic metas-
urfaces based on C-shaped nanoapertures for achieving strong 
SH emission with large nonlinear conversion efficiency and 
generating spin-selective SH vortex beams with high mode 
purity. The geometrical parameters of C-shaped nanoapertures, 

Metasurfaces have drawn considerable attentions for their revolutionary 
capability of tailoring the amplitude, phase, and polarization of light. 
By integrating the nonlinear optical processes into metasurfaces, new 
wavelengths are introduced as an extra degree of freedom for further 
advancing the device performance. However, most of the existing nonlinear 
plasmonic metasurfaces are based on metallic nanoantennas as meta-atoms, 
suffering from strong background transmission, low laser damage threshold 
and small nonlinear conversion efficiency. Here, Babinet-inverted plasmonic 
metasurfaces made of C-shaped nanoapertures as meta-atoms are designed 
and demonstrated to solve these issues. Rotation-gradient nonlinear 
metasurfaces are further constructed for producing spin-selective second-
harmonic vortex beams with the orbital angular momentum (OAM) and beam 
diffraction angle determined by both the spin states of the fundamental wave 
and second-harmonic emission. The results enable new types of functional 
metasurface chips for applications in spin, OAM, and wavelength multiplexed 
optical trapping, all-optical communication, and optical data storage.
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Nonlinear Metasurfaces

1. Introduction

Metasurfaces consisting of flat meta-atom arrays have under-
gone explosive development in the past decade for their capa-
bility of arbitrarily manipulating the spatial distributions of 
amplitude, phase, and polarization of light at subwavelength 
scale in linear optics regime, enabling versatile applications 
such as structured beam generation, ultrathin lenses, polari-
zation conversion, chiroptical spectroscopy, and holographic 
image construction.[1–13] Recently, the concept of metasurface 
has been extended to the nonlinear optics regime for coherent 
generation of nonlinear beams and local manipulation of the 
beam wavefront at new frequencies.[14–23] The incorporation 
of nonlinear optical processes into metasurfaces will intro-
duce new wavelengths as an extra degree of freedom to further 
expand the functionalities of metasurface-based devices. The 
high intrinsic nonlinear susceptibility of metal materials (such 
as Au, Ag, and Al) at the metal–dielectric interface and the local 
field enhancement result in strong nonlinear optical responses 
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especially the gap size, are optimized to highly enhance the 
second-harmonic generation (SHG) signal, which is well pre-
dicted by numerical simulations according to the nonlinear 
scattering theory. Owing to the circularly dichroic field overlap 
of the optical modes in the C-shaped nanoaperture, the SH 
radiation under circularly polarized incidence displays a large 
intensity selection ratio between two output spin states. By 
combining the rotation phase profile with the gradient phase 
profile in one single nonlinear metasurface, spin-selective SH 
vortex beams with specified OAM values are generated and 
separated at different diffraction angles, depending on both 
the spin states of the fundamental wave and second-harmonic 
emission. Our demonstrated nonlinear plasmonic metasur-
faces will provide a promising platform for on-chip nonlinear 
beam generation and manipulation, as well as spin, OAM, and 
wavelength multiplexed optical trapping, all-optical communi-
cations, and holographic imaging.

2. Results and Discussion

To generate strong SH radiation, Babinet-inverted C-shaped 
nanoapertures are selected as nonlinear meta-atoms due to 
their noncentrosymmetric shape and large local field enhance-
ment. The C-shaped nanoapertures are milled in a 50 nm thick 
gold film deposited on a silica substrate using focused ion beam 

system as shown in Figure 1a (see the Experimental Section). 
Measured and simulated transmission spectra through the 
uniform C-shaped nanoaperture array under linear polariza-
tion basis shown in Figure 1b indicate the pronounced optical 
anisotropy of the nanoaperture. Under x-polarized wave excita-
tion, an electric dipole is formed across the nanoaperture gap 
where electric charges with opposite signs are accumulated on 
the two sides of the gap (Figure 1a). Compared to the metallic 
split ring resonator that possessing a magnetic dipole,[16,39] the 
C-shaped nanoaperture has much higher local field enhance-
ment at the gap area.[40] The strength of the electric dipole and 
the resulting field enhancement is substantially increased as 
the gap size g gets smaller,[41–43] which can greatly boost the SH 
emission from the C-shaped nanoaperture in the electric dipole 
approximation

PP EE EE2 :2 2ω χ ω ω( ) ( ) ( )=( ) ( )  (1)

where P(2)(2ω) is the second-order polarization, E(ω) is the 
fundamental electric field distribution, and χ(2) is the second-
order nonlinear susceptibility. On the other hand, the out-
lined area of the C-shaped nanoaperture is reduced with the 
decreased gap size in order to maintain the electric dipole reso-
nance unchanged, leading to a lower transmission (Figure S1, 
Supporting Information). In order to evaluate the influence 
of the gap size g on the SHG intensity, numerical simulation 
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Figure 1. a) Scanning electron microscope (SEM) image of a uniform C-shaped nanoaperture array. Inset up: schematic of a single C-shaped nanoaper-
ture with geometrical parameters marked. Inset low: illustration of the generated electric dipole across the gap. b) Experimental and simulated transmis-
sion spectra of the uniform C-shaped nanoaperture array under linear polarization basis (a = 110 nm, b = 80 nm, g = 15 nm, p = 240 nm). c) Calculated 
SHG intensity as a function of fundamental pump wavelength and nanoaperture gap size. d) Calculated and experimental SHG intensity depending on 
the nanoaperture gap size under x-polarized fundamental incidence, where the calculated data corresponds to the horizontal dashed line in (c) at the 
pump wavelength of 848 nm. e) Simulated near-field distributions |E|2 of C-shaped nanoaperture at 848 nm (left: 2 nm below the bottom surface, right: 
2 nm above the top surface). f) Log–log plot of the radiated SH power with respect to the pump power of x-polarized fundamental wave at 848 nm.



www.advancedsciencenews.com

© 2018 WILEY-VCH Verlag GmbH & Co. KGaA, Weinheim1800646 (3 of 8)

www.advopticalmat.de

based on the nonlinear scattering theory[44–46] is conducted 
(Figure S2, Supporting Information). The electric field ampli-
tude of the SH radiation ESH(2ω) is estimated as

S
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where E(ω) is the electric field at the fundamental wavelength 
and E′(2ω) is the electric field under a time-reversed incidence 
at the SH wavelength. The subscript n or t denotes the direc-
tion normal or transverse to the surface. χnnn, χntt, χttn are 
the second-order nonlinear susceptibilities of gold. Calcula-
tion results in Figure 1c validate that the SH emission under 
x-polarized fundamental incidence is significantly boosted by 
employing a smaller gap size, which matches well with the 
experimental results in Figure 1d. Therefore, C-shaped nanoap-
ertures are designed to have a gap size of 15 nm, which is about 
the minimum feature size milled with the focused ion beam 
system. Besides, the maximum SHG is achieved under the 
pump wavelength of 848 nm that is slightly blueshifted relative 
to the electric dipole resonance at 860 nm. At 848 nm, electric 
field intensity enhancement can be up to 1.03 × 104 near the 
bottom surface as depicted in Figure 1e. Even at the top surface 

where the gap is greatly enlarged due to the tapered sidewall, 
a large intensity enhancement of 830 is still achieved. As pre-
sented in Figure 1f, the dependence of the emitted SH power 
on the pump power of x-polarized fundamental wave is meas-
ured and fitted to be quadratic. The maximum SHG intensity 
is produced under the pump power of 150 mW, corresponding 
to a power density of 5.3 kW cm−2, above which heat damage 
starts to come into play (Figure S3, Supporting Information). 
The laser damage threshold is dramatically elevated for nanoap-
ertures compared to nanoantennas under femtosecond laser 
illumination, benefitting from the rapid heat diffusion across 
the continuous gold film with high thermal conductivity. The 
SHG conversion efficiency at wavelength of 848 nm is up to 
3.2 × 10−9, which is several times larger than the previously 
published results.[19,47,48]

In order to shape the wavefront of the fundamental beam 
and the generated SH beam, C-shaped nanoapertures are 
employed as Pancharatnam–Berry optical elements (PBOEs) 
operating in both linear and nonlinear regimes as illustrated 
in Figure 2a.[14,49] For the C-shaped nanoaperture with an ori-
entation angle ϕ, the circularly polarized incident beam with 
original spin σ is partially converted to the cross-polarized spin 
−σ accompanied by a geometric phase of 2ϕ due to the high 
polarization anisotropy of the nanoaperture. The unconverted 
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Figure 2. a) Illustration of the linear and nonlinear geometric phases introduced under circular polarization. b) Experimental and simulated transmission 
spectra of the uniform C-shaped nanoaperture array under circular polarization basis. c) Measured SHG intensity of left-handed and right-handed 
circular polarized (LCP and RCP) components under LCP fundamental incidence of 200 mW at 848 nm. d) Log–log plot of the output SHG intensity 
of LCP and RCP components as a function of the pump power of LCP fundamental wave at 848 nm. e) Normalized complex values of the surface 
integrals over three surface areas of the C-shaped nanoaperture for the generated LCP and RCP SH emission under LCP fundamental incidence (area 
1: sidewall, area 2: top surface, area 3: bottom surface). f) Electric field distributions of E′n(2ω,RCP), E′n(2ω,LCP), and ( ,LCP)n

2E ω  along the gap ridge 
path shown in the inset at the plane 5 nm above the bottom surface at the fundamental wavelength of 848 nm, where the positive field amplitude 
represents the field direction pointing out of the metal surface.
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fundamental beam component with the copolarized spin σ 
does not carry any geometric phase information. Meanwhile, 
the two generated SH beam components with the copolar-
ized spin σ and the cross-polarized spin −σ from the C-shaped 
nanoaperture obtain a geometric phases of ϕ and 3ϕ, respec-
tively, which originates from the onefold rotational symmetry of 
the nanoaperture following the selection rules for SHG under 
circular polarization.[50,51]

When the C-shaped nanoapertures are utilized as linear 
PBOEs, the transmission of the cross-polarized component 
is much lower than that of the copolarized component due 
to the low birefringent phase retardation (Figure 2b). On the 
contrary, when the C-shaped nanoapertures operate in the 
nonlinear regime, the measured SHG intensity of the cross-
polarized spin is 5.02 times stronger than that of the copolar-
ized spin σ under the pump power of 200 mW (Figure 2c). 
Note that the laser damage threshold under circularly polarized 
wave is larger than that under x-polarized wave for the optical 
anisotropy. The SHG intensity of each spin component fol-
lows a quadratic dependence on the fundamental pump power 
(Figure 2d). It is not expected that the C-shaped nanoaperture 
with onefold rotational symmetry can achieve such a high SHG 
intensity selection ratio over the spin state, which is usually 
realized by using nanostructures with threefold rotational sym-
metry according to the selection rules for SHG.[21,52] In order to 
reveal the underlying mechanism, numerical simulations based 
on the nonlinear scattering theory are adopted under circular 
polarization basis.[46,52] The calculated SHG intensity selection 
ratio defined as I(2ω, RCP)/I(2ω, LCP) is 5.52 (equivalent to the 
amplitude ratio of 2.35) under LCP fundamental illumination, 
which agrees well with the measured value of 5.02. According 
to the nonlinear scattering theory, the complex-valued micro-
scopic contributions from all three surface areas of the 
C-shaped nanoaperture, including sidewall, top surface, and 
bottom surface, will add up to form the net nonlinear emission. 
The surface integral of ESH(2ω) in Equation (2) over the three 

surface areas is then plotted in a complex plane representation 
as shown in Figure 2e. It is observed that the sum vector of 
the cross-polarized spin (RCP) is around 2.35 times stronger 
than that of the copolarized spin (LCP), where the difference 
mainly comes from the larger surface integral over the sidewall 
area for the RCP SH emission, as well as much more destruc-
tive interference from different surface areas for the LCP SH 
emission. To go a step further, field overlap conditions between 
the optical modes of E(ω) and E′(2ω) are investigated by eval-
uating the normal components of electric fields ( ,LCP)n

2 ωE , 
E′n(2ω,LCP), and E′n(2ω,RCP) along the gap ridge at the fun-
damental wavelength of 848 nm, because the optical near field 
is mostly enhanced in this area and (2 ) ( )nnn n n

2χ ω ω′E E  is the 
dominant term in the surface integral of ESH(2ω). As shown 
in Figure 2f, E′n(2ω,RCP) is mainly confined at the upper half 
of the gap ridge and it changes its direction at the lower half, 
while E′n(2ω,LCP) exhibit a mirror-symmetric distribution with 
E′n(2ω,RCP). Meanwhile, ( ,LCP)n

2 ωE  manifests an asymmetric 
distribution around the gap ridge with slightly higher inten-
sity at the upper half, resulting in a better field overlap with 
E′n(2ω,RCP) in comparison to E′n(2ω,LCP).

The rotation nonlinear metasurface is constructed with 
C-shaped nanoapertures arranged at the position-dependent ori-
entation angles of ϕ = atan2 (x/y) within the interval of −π and 
π (Figure 3a). To capture the generated SH images, an electron-
multiplying charge-coupled device (EMCCD) is used for its high 
photonic sensitivity. In addition, a color CCD is also applied in 
the measurements, benefitting from the strong SH radiation 
signal and high signal-to-noise ratio enabled by the C-shaped 
nanoapertures (Figure S4, Supporting Information). By illumi-
nating the rotation metasurface vertically with an LCP funda-
mental Gaussian beam at 848 nm, three different spiral phase 
fronts carrying OAM of +2ℏ, +1ℏ, and +3ℏ are formed right 
behind the metasurface for the transmitted RCP fundamental 
beam, the LCP SH beam and the RCP SH beam, respectively. 
Consequently, three linear and nonlinear vortex beams with 
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Figure 3. a) Schematic and SEM image of the rotation nonlinear metasurface made of C-shaped nanoapertures. b) Calculated intensity distributions 
(Intensity_Cal) and phase distributions (Phase_Cal), captured EMCCD images and color CCD images, and measured topological charge images of the 
generated fundamental and SH vortex beams under LCP fundamental incidence.
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donut-shaped intensity profiles are generated in the far-field as 
calculated and measured in Figure 3b (see the Experimental 
Section). Their topological charges are examined and validated by 
counting the dark stripes of the images converted by a cylindrical 
lens.[53] Owing to the nanoaperture meta-atoms, background 
illumination and other undesired scattering from the metasur-
face sample are effectively suppressed, resulting in much clearer 
nonlinear beam images compared to other works.[11,25,26] It is 
observed that the generated SH vortex beam with RCP spin has 
an ring radius approximately twice as that of LCP spin due to 
the different OAM values,[54] while the ring radius of the funda-
mental vortex beam is bigger than the two SH vortex beams due 
to the doubled wavelength. If the input and output beams change 
their handedness simultaneously, the corresponding vortex beam 
will possess the reversed OAM value with its essential inten-
sity profiles maintained (Figure S5, Supporting Information). 
The imperfections of the measured donut-like beam shape are 
mainly attributed to the optical disalignment, the sample fabrica-
tion tolerance, and the non-Gaussian profile of incident beam.

The generated SH vortex beams are usually impure and 
mixed with other undesired SHG components, such as the SH 
emission of the opposite spin and the SH scattering from the 
imperfections of metasurface. To overcome this problem, the 
rotation-gradient nonlinear metasurface combining the spiral 
phase profile and linear gradient phase profile is constructed to 
produce SH vortex beams along specified diffraction directions 
in order to separate them from the disturbing components.[11] 
Furthermore, the rotation-gradient metasurface also enables the 
generation of multiple vortex beams with different beam prop-
erties simultaneously. As shown in Figure 4a, the orientation 
angles of C-shaped nanoapertures in the rotation-gradient array 
is expressed as φ = atan2(x/y) + x·θ, where θ = 30° is the con-
stant angle gradient along the horizontal direction. The deflec-
tion angle ψ of a generated SH vortex beam is determined by

tan
2

2
FF SH SHψ σ σ θ λ

π
( )= − ⋅ ⋅

⋅






a
p

 (3)
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Figure 4. a) Schematic of the transformation process of rotation-gradient C-shaped nanoaperture array and its SEM image. b) Captured EMCCD 
images of the spin-selective SH vortex beams produced and separated by the rotation-gradient metasurface. c) Optical intensity distributions along 
the central cutline of one generated SH vortex beam (Input: LCP(ω); Output: LCP(2ω)) from calculation (Cal), rotation metasurface (Exp_1) and 
rotation-gradient metasurface (Exp_2).
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where p is the unit cell period and λSH is the second-harmonic 
wavelength. σFF and σSH indicate the spin states of the incident 
fundamental beam and the radiated SH beam, which is equal 
to +1 or −1 for LCP or RCP. Under LCP fundamental incidence 
at 848 nm, two SH vortex beams with RCP and LCP possessing 
OAM of +3ℏ and +1ℏ are diffracted to the right side with 
deflection angles of 23.7° and 8.3°, respectively (Figure 4b). 
Under RCP fundamental beam illumination, two vortex beams 
with OAM of −3ℏ and −ℏ are deflected to the left side for the 
LCP and RCP components due to the inverted geometric phase 
profiles. Under linear polarized fundamental incidence, up to 
four SH vortex beams are simultanouesly produced and sep-
erated by the rotation-gradient metasurface with OAM of ±1ℏ 
and ±3ℏ. In order to illustrate the improvement of vortex mode 
purity enabled by the rotation-gradient nonlinear metasurface, 
optical intensity distributions across the center of one gener-
ated SH vortex beam are compared in Figure 4c. Theoretically, 
the optical intensity should be nearly zero at the vortex beam 
center due to the phase singularity. This feature is much better 
represented by the SH vortex beam created from the rotation-
gradient metasurface, which suggests the higher mode purity, 
rather than the rotation metasurface.

The proposed rotation-gradient nonlinear metasurfaces offer 
a promising integrated platform for many applications, such as 
spin, OAM, and wavelength multiplexed all-optical communi-
cations. As illustrated in Figure 5, the metasurface can serve 
as a six-channel on-chip all-optical router. The routing table 
listing the routes to particular network destinations is encoded 
in the nonlinear metasurface to load different phase modula-
tions (routing protocol) on the input fundamental beam signal 
according to its spin state and then route the input signal to 
distinct output ports with specified spin states, OAM values, 
and wavelengths. Besides, the signal power of the four SH 
ports (Port 2 to Port 5) is substantially weaker than that of the 
two fundamental ports (Port 1 and Port 6), which can be uti-
lized for signal encryption. Moreover, the signals from the six 
output ports possess distinguished optical properties in spin 
state, OAM, and wavelength, which are ready for the subse-
quent signal processing using polarizers or band-pass filters.

3. Conclusion

In summary, we have demonstrated the unprecedented capacity 
of Babinet-inverted plasmonic metasurfaces constructed from 
C-shaped nanoapertures to achieve large SHG nonlinear 

conversion efficiency and produce multiple SH vortex beams 
with high mode purity simultaneously along separated diffrac-
tion directions. The generated spin-selective SH vortex beams 
carry different OAM values depending on both the spin states 
of the incident fundamental beam and the output SH emission. 
Benefiting from the nanoaperture meta-atoms, the proposed 
nonlinear metasurfaces also exhibit improved signal-to-noise 
ratio and high laser damage threshold. Numerical simulations 
based on the nonlinear scattering theory have been utilized 
to optimize the enhanced SH emission from the C-shaped 
nanoaperture and reveal the large SHG intensity selection ratio 
over the spin state. This new type of nonlinear metasurfaces 
promise many exciting applications in structured nonlinear 
beam conversion, holographic imaging, all-optical communica-
tions, and optical encryption.

4. Experimental Section
Metasurface Fabrication: A 50 nm thick gold film was deposited on 

a silica substrate using electron-beam evaporation. Then the designed 
C-shaped nanoaperture arrays were milled in the gold film using focused 
ion beam system (FEI Helios Nanolab 600, 30 kV, 1.1 pA). The focus 
and astigmatism of the ion beam were carefully optimized to ensure the 
uniformity of C-shaped nanoapertures during the fabrication. The ion 
dose was accurately controlled to maintain a constant 15 nm gap size 
for each C-shaped nanoaperture.

Simulation and Calculation Method: The linear optical response of 
the C-shaped nanoaperture was simulated by using the finite element 
solver COMSOL Multiphysics. The permittivity of gold was obtained 
from spectroscopic ellipsometry data fitted with a general oscillator 
model and the refractive index of silica substrate is set as 1.45. Periodic 
boundary conditions were employed at the x and y directions and 
perfectly matched layers surrounded by scattering boundary condition 
were applied along the propagation direction.

For estimating the SH emission based on the nonlinear scattering 
theory, the nanoaperture was first excited with a plane wave at the 
fundamental pump wavelength to simulate the electric field distribution of 

( )n
2E ω . Then another simulation was performed with a second plane wave 

coming from the detector at the SH wavelength to calculate the electric field 
distribution of E′n(2ω) under certain polarization. Near-field distributions 
on the metallic surface were then extracted from the two simulations and 
brought into Equation (2) to calculate the surface integral for ESH(2ω). 
The nonlinear susceptibilities of gold were χnnn = 4.42 × 10−22 m2 V−1,  
χntt = 4.94 × 10−21 m2 V−1, χttn = 1.77 × 10−21 m2 V−1.[55]

In order to calculating the intensity and phase profiles of the 
generated fundamental and SH vortex beams, the Fresnel-Kirchhoff 
equation is used

, , 1 , ,
exp

d d0 0 0 0 0 0U x y z
j

U x y z
jkr

r
x y∫ ∫λ( ) ( ) ( )=  (4)
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Figure 5. Illustration of the rotation-gradient nonlinear metasurface serving as an all-optical router.
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where U0(x0,y0,z0) and U(x, y, z) are the complex field distributions at 
the metasurface plane and the image plane, respectively, k = 2π/λ is 

the wavevector and ( ) ( ) ( )0
2

0
2

0
2r x x y y z z= − + − + −  is the distance 

between two points on the metasurface plane and the image plane. 
On the metasurface plane, the amplitude field follows a Gaussian 
distribution, and the phase field is acquired according to the local 
geometric phases introduced by the oriented nanoaperture meta-atoms. 
The intensity selection ratio of the output SH emission between two 
spin states is taken into account when setting the amplitude field.

Optical Characterization Setup: As illustrated in Figure S4 of the 
Supporting Information, femtosecond laser pulse at the fundamental 
wavelength from an ultrafast Ti:sapphire oscillator (Spectra-Physics 
Tsunami, pulse width <100 fs, repetition rate 80 MHz) is slightly 
focused onto the metasurface through an achromatic lens ( f = 35 mm) 
with a spot size diameter of about 60 µm. An average pump power 
of 30 and 200 mW (measured in front of the sample) is used for 
the generation of fundamental vortex beam and SH vortex beam, 
respectively, corresponding to a pump power density of ≈1.06 kW and 
≈7.07 kW cm−2. Linear and nonlinear transmission images are collected 
by a 20× objective (NA = 0.42) and guided to a color CCD or an EMCCD 
(Andor iXon Ultra). By inserting or removing a short-pass filter and a 
band-pass filter, CCD images of the fundamental or SH vortex beams are 
captured. Optical intensity and spectrum of the SH radiation from the 
metasurface are measured by a spectrometer (Horiba, iHR 550).

Supporting Information
Supporting Information is available from the Wiley Online Library or 
from the author.
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